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(54) Process for the extrusion of polyethylene

(57) A process for extrusion comprising:

(i) blending one or more polyethylene(s), each pol-

yethylene being made by a low pressure process

and having a density equal to or greater than about

0.918 gram per cubic centimeter, with one or more

saturated alicyclic hydrocarbon^), said hydrocar-

bon(s) being liquid at process temperature, non-po-

lar, essentially amorphous, and containing less than

about 15 percent by weight paraffin wax, in an

amount of about 0.5 to about 15 parts by weight of

hydrocarbon(s) per 190 parts by weight of polyeth-

ylene(s); and

(ii) extruding the blend.
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Description

This application claims the benefit of United States Provisional ^p.icatbns numbered 60/001 ,364 filed on Juiy

21 , 1995 6<?/006,353 filed on November 8.1995; and 60/006,633 filed on November 1 3,1995.

Technical Field

This invention relates to a process for the extrusion of polyethylene, which has a density equal to or greater than

0.9ll gram peSS centimeter, and a multimodal particulate polyethylene produced thereby.

0

Background Information

•s as environmental stress crack.ng resistance (ESCR) '^pact res^nce
jr Fuftn jn injection mo ,d .

the manufacturers of these articles require res.ns,« t?S waHeJ products while retaining the

ing applications, there is, . neecUo provjde^^t^S^t SrJL m addition, the surface

20 Because of its toughness, strength, and chemical^^'^Zne^eaZ^£2£2Uy decreases. In-

which reflect an improvement in both.

25 Disclosure of the Invention

of hydrocarbon(s) per 100 parts by weight of polyethylene(s); and

(ii) extruding the blend.

,e ~« tho nr«.«nt invention are reflected in the following resins, blends, and products:

so following characteristics:

(0 a density of at least about 0.918 gram per cubic centimeter,
„=„,.,„„.

J!) a flow index of about 0.5 to a melt index of about 10, both ,n grams per 10 m.nutes,

(Hi) multimodal; „h„__.

ss (iv) each polymer particle having a crystalline phase and an amorphous phase,

v/the surface of each polymer particle being essentially free of addrt.ves; and

v ) on inversion to a Mm or blow molded product, exhibiting essential* no men fracture.
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ill. A film or blow molded product exhibiting essentially no melt fracture consisting essentially of a homopolymer

or eopolymer, or blend of homopolymers and/or copolymers, of ethylene and, in the case of copolymers, one or

more comonomers having 3 to 12 carbon atoms, each polymer having the following characteristics:

(i) a density of at least about 0.918 gram per cubic centimeter;

(ii) a flow index of about 0.5 to a melt index of about 10, both in grams per 10 minutes;

(iii) multimodal;

(iv) each original polymer particle having a crystalline phase and an amorphous phase; and

(v) the surface of each original polymer particle being essentially free of additives.

IV. A particulate homopolymer or copolymer, or blend of particulate homopolymers and/or copolymers, of ethylene

and, in the case of copolymers, one or more comonomers having 3 to 12 carbon atoms, each polymer having the

following characteristics:

(i) a density of at least about 0.918 gram per cubic centimeter;

(ii) a melt index of about 1 to about 160 grams per 10 minutes;

(iii) multimodal;

(iv) each polymer particle having a crystalline phase and an amorphous phase;

(v) the surface of each polymer particle being essentially free of additives; and

(vi) on conversion to an injection molded product being capable of

(a) having the speed of fabrication increased by at least about 10 percent and

(b) being down-gauged by at least 10 percent, both with essentially no loss in Gardner impact strength.

V. An injection molded product having been prepared by (i) increasing the speed of fabrication by at least about

10 percent and (ii) down-gauging by at least about 10 percent, both with essentially no loss in Gardner impact

strength over a like injection molded product prepared without such increase in speed or down-gauging consisting

essentially of a homopolymer or copolymer, or blend of homopolymers and/or copolymers, of ethylene and, in the

case of copolymers, one or more comonomers having 3 to 12 carbon atoms, each polymer having the following

characteristics:

(i) a density of at least about 0.918 gram per cubic centimeter;

(ii) a melt index in the range of about 1 to 160 grams per 10 minutes;

(iii) multimodal;

(iv) each original polymer particle having a crystalline phase and an amorphous phase; and

(v) the surface of each original polymer particle being essentially free of additives.

The term "original polymer particle" refers to the polymer in its particulate state prior to being extruded into a film,

or blow molded or injection molded.

The expression "down-gauged by at least 10 percent ... with essentially no loss in Gardner impact strength", and

similar expressions in this specification, means that the thickness of the wall of the injection molded product can be

reduced by at least about 10 percent with essentially no loss in Gardner impact strength. Thus, a wall of an injection

molded product, for example, which is one mil thick and has a particular Gardner impact strength, can be reduced to

at least 0.9 mil, and will essentially retain the same Gardner impact strength.

The expression "having the speed of fabrication increased by at least about 10 percent ... with essentially no loss

in Gardner impact strength, and similar expressions in the specification, means that each injection molded product can

be fabricated at a speed of fabrication at least about 1 0 percent greater than a like injection molded product fabricated

at a slower speed, again with essentially no loss in Gardner impact strength.

Description of the Preferred Embodiments)

Polyethylene, as that term may be used herein, is a homopolymer of ethylene or a copolymer of ethylene and a

minor proportion of one or more alpha-olefins having 3 to 1 2 carbon atoms, and preferably having 4 to 8 carbon atoms,

or a mixture of such homopolymers and copolymers. The mixture can be a mechanical blend or an in situ blend. Each

polymer will have a crystalline phase and an amorphous phase.

The polyethylenes used in subject invention are preferably produced in the gas phase by varbus low pressure

processes. They can also be produced in the liquid phase in solutions or slurries by conventional techniques, again at

low pressures. Low pressure processes are typically run at pressures below 1000 psi whereas high pressure processes



EP 0 757 076 A1

are typically run at pressures above 15,000 psi. Typical catalyst systems, which can be used to prepare these poly-

ethylenes, are magnesium/titanium based catalyst systems, which can be exemplified by the catalyst system described

in United States patent 4.302,565 (heterogeneous polyethylenes); vanadium based catalyst systems such as those

described in United States patents 4,508,842 (heterogeneous polyethylenes) and 5,332,793; 5,342,907, and 5,41 0,003

s (homogeneous polyethylenes); a chromium based catalyst system such as that described in United States patent

4 101 445' a metallocene catalyst system such as that described in United States patents 4,937,299 and 5,317,036

(homogeneous polyethylenes); or other transition metal catalyst systems. Many of these catalyst systems are often

referred to as Ziegler-Natta catalyst systems. Catalyst systems, which use chromium or motybdenum oxKles on s.lica-

alumina supports, are also useful. Typical processes for preparing the polyethylenes are also described in the afore-

w mentioned patents. Typical in situ polyethylene blends and processes and catalyst systems for providing same are

described in United States Patents 5,371 , 1 45 and 5,405.901
.

The polyethylene(s) are particulate and can be in the form of porous granules or pellets. The porous granules of

each polyethylene generally have a diameter in the range of about 25 microns to about 2500 microns. Regardless of

its form/the polyethylene has a density equal to or greater than 0.918 gram per cub,c centimeter, pre erably .n the

ts range of 0 920 to 0 970 gram per cubic centimeter. High density polyethylene, which has a density equal to or greater

than 0 940 gram per cubic centimeter, is particularly useful in the process of this invention. Linear low density and

medium density polyethylenes are also useful in subject process. Preferred densities for injection mold.ng are greater

than 0 918 gram per cubic centimeter and for blow molding are greater than 0.930 gram per cubic centimeter. If the

polyethylene is in pellet form, the blending step is carried out with the polyethylene in the molten state. In any case.

20 the blending can take place in a blender or extruder adapted for blending these two components

The molecular weight of the polyethylene can be in the range of about 20,000 to about 1 ,000,000 and is preferably

in the range of 25,000 toabout 500,000. It is understood that there isa generally inverse linear correspondence between

molecular weight and flow index and melt index. The flow index can be greater than about 0.1 gram per 10 minutes^

and is preferably in the range of about 2 to about 80 grams per 10 minutes. For the purpose of blow molding and film

25 extrusion, a flow index of about 0.5 to a melt index of about 1 0 and preferably a flow index of about 1 to about a melt

index of 8. all grams per 10 minutes, is desirable. The melt index can be in the range of about 1 to about 160 grams

per 10 minutes and is preferably in the range of about 3 to about 1 50 grams per 10 minutes for the.purpose of injection

molding. And for injection molding, molecular weights can range from about 20.000 to about 1 00,000 and are preferably

in the range of about 25.000 to about 85,000. Melt index is determined underASTM D-1 238. Condition E.Mm measured

30 at 1 90°C and 2. 1 6 kilograms and reported as grams per 1 0 minutes. Flow Index is determined under ASTM D-1 238

Condition F It is measured at 190'C and 21.6 kilograms and reported as grams per 10 minutes. Polyd.spers.ty (Mw/

Mn) can be greater than about 1.5. and is usually in the range of about 3 to about 80.

The portion of the copolymer attributed to the alpha-olefin comonomer(s) can be in the range of about 1 to about

50 percent by weight based on the weight of the copolymer and is preferably in the range of about 2 to about 1 2 percent

3S by weight based on the weight of the copolymer. There can be more than one alpha-olefin comonomer, but there is

usually no more than one or two. The balance of the copolymer is ethylene. The preferred comonomers are " *utene

1-hexene 4-methyl-1-pentene. and l^ctene although the number of carbon atoms can be in the range of 3 to 12. if

desired. A characteristic of the subject polyethylene is multimodality. preferably b.modal or trimodal.

_«__ +y f ^h,0thubno anH imnrnvir>n other orooerties thereof is to mtroauce
A tecnnique ior increasifig ihw iii^uaiiiy Kw.jr«*..j. . ~ . .

. .... < tKrt

40 various additives into the polyethylene. The preferred additive is a saturated alicyclic hydrocarbon On addrtion of *e

hydrocarbon, the polyethylene or mixture of polyethylenes increase their modality, for example from monomodal to

bimodal and from bimodal to trimodal. Thus, the post-blend polyethylene(s) can be characterized as multimodal.

As noted above, the hydrocarbons are saturated alicyclic hydrocarbons. They are unsubst.tuted Alicyc ic hydro-

carbons are mixtures of aliphatic and cycloaliphatic hydrocarbons. The hydrocarbons are generally liquid at amb.en

4S temperatures, are liquid at process temperature, non-polar, essentially amorphous, and contain less han 1 5 percent

by weight paraffin wax. preferably less than one percent by weight paraffin wax. No paraffin wax would be most pref-

erable but this is not considered practical or necessary tor the composition applications. The hquid hyd^rocarbons can

have a viscosity in the range of about 200 to about 1000 SUS (Saybort Universal Seconds) at 100»F (37.8 C) and

preferably have a viscosity in the range of about 250 to about 800 SUS at 1 00»F. Examples of these hydrc«arbons are

so Kaydol® 350, 380, and 550 hydrocarbons. Other examples are Tufllo® 6056 and 6026 hydrocarbons. It is noted that

the TufIto® hydrocarbons do not comply with the FDA regulation for food contact. Kaydol® 350 hydrocarbon is reported

to contain 11.8 percent by weight paraffin wax and Kaydol® 550 hydrocarbon is reported to contam than one

percent by weight paraffin wax. The molecular weight of these hydrocarbons is in the range of about 200 to abou

5000 The hydrocarbon(s) can be present in the mixture of polyethylene(s) and hydrocarbon(s) in an amount of abou

55 0.5 to about 1 5 parts by weight of hydrocarbon(s) per 100 parts by weight of potyethylene(s). and are preferably present

in an amount of about 3 to about 1 2 parts by weight. These values refer to total hydrocarbons and total polyethylenes.

In any case, the amount of hydrocarbon(s) should be such that the surface of each particle of polyethylene resin is

essentially free of these hydrocarbon(s). The hydrocarbon(s) are also miscible with the polyethylene at process tem-

4
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peratures, and, in the suggested proportions, reside in the amorphous phase of the polyethylene. Kaydol® 350 hydro-

carbon has a viscosity of 350 SUS at 100° F; a molecular weight of 800; and a density of 0.877 gram per cubic cen-

timeter. Kaydol® 380 hydrocarbon has a viscosity of 380 SUS at 100° F; a molecular weight of 900; and a density of

0.885 gram per cubic centimeter. Tufflo® 6056 hydrocarbon has a viscosity of 460 SUS at 100D
F; a molecular weight

of 720; and a density of 0.8692 gram per cubic centimeter.

For the purposes of this specification, extrusion processes shall be considered to include conventional extrusion

processes such as blown tubular film extrusion (see discussion in United States Patent 4,814,1 35), and pipe and sheet

extrusion, and blow molding, injection molding, rotational molding, and slot casting.

In the case of porous granular polyethylene, the hydrocarbon(s) are usually dry blended with the polyethylene(s)

prior to extrusion (preblending), but the hydrocarbon(s) and resin can be blended in the extruder itself under melt

processing conditions, if desired. Preblending is preferable, however, since it shortens the mixing time and is a key

factor in achieving uniform distribution of the hydrocarbon in the resin. In the case of pelletized polyethylene, the

polyethylene is in the molten state when the blending is initiated. The polyethylene(s) mix readily with the hydrocarbon

(s) without the use of heat except, as noted, when it is in pelletized form. Preblending can be carried out at ambient

or elevated temperatures, however. Mixers and extruders useful in carrying out the process of the invention are con-

ventional off-the-shelf equipment. Mixers, which can be used to blend the resin and the liquid hydrocarbon, are, for

example, Banbury™ or other internal mixers, two roll mills, Baker Perkins™ or similar sigma blade mixers, ribbon

blenders, and Henschel™ mixers. As noted, extruders can also be used to mix the resin and the hydrocarbon(s).

Blending can also be effected by injecting the hydrocarbon(s) intofluidized polyethylene(s). Another preferred blending

technique is to add the hydrocarbon(s) to the polymerization reactor. The advantage of this technique is improved

homogeneity of the blend with an attendant improvement in many of the improved properties achieved in dry or melt

blending. It will be understood that sufficient hydrocarbon(s) have to be added to the reactor to provide the amount set

forth above for the blend. The addition of the hydrocarbon(s) to the reactor increases the average particle size of the

resin; decreases bulk density slightly; decreases fines; has no apparent effect on the removal of residual comonomer;

increases flow index; decreases density; and reduces static.

Typically, the resin and the hydrocarbon can be dry blended in a ribbon blender. This is accomplished by charging

the resin to the blender along with the appropriate stabilizer package. The hydrocarbon is then added by pouring it

over the resin. Agitating for a period of 30 minutes yields a uniform blend of resin and hydrocarbon that is free flowing

and not sticky up to about 20 percent by weight hydrocarbon. Blending is carried out at room temperature. A second

method is effected with a high speed Henschel™ mixer having an agitator with four blades. The hydrocarbon is added

slowly over a period of several minutes and allowed to mix for 15 minutes. This method is also carried out at room

temperature. A third method is to add the hydrocarbon to a fluidized bed of powdered resin. By heating the resin to

about 80 degrees C with nitrogen passing through the resin at a rate sufficient to fluidize the bed, the hydrocarbon can

be sprayed onto the bed using a modified cone 'airless' type spray nozzle mounted inside the bed container. The

hydrocarbon is heated to about 80 degrees C so that the temperature of the bed is not reduced. Blending can also be

accomplished with a material handling auger or conveyor using the same type of spray nozzle. This should be done

in a nitrogen atmosphere, but can be effected at room temperature. Finally, molten resin can be blended with the

hydrocarbon using a calibrated compounding extruder screw and additive metering pump. The molten blend is then

cooled and pelletized.

Extruders and processes for extrusion are described in United States patents 4,169,679; 4,814,135; 4,857,600;

5,076,988; and 5,153,382. Examples of various extruders are a single screw type such as one modified with a blown

film die and air ring and continuous take off equipment; a blown film extruder; and a slot cast extruder. Twin screw

extruders can also be considered. A typical single screw type extruder can be described as one having a hopper at its

upstream end and a die at its downstream end. The hopper feeds into a barrel, which contains a screw. At the down-

stream end, between the end of the screw and the die, is a screen pack and a breaker plate. The screw portion of the

extruder is considered to be divided up into three sections, the feed section, the compression section, and the metering

section, and multiple heating zones from the rear heating zone to the front heating zone, the multiple sections and

zones running from upstream to downstream. If it has more than one barrel, the barrels are connected in series. The

length to diameter ratio of each barrel is in the range of about 16:1 to about 30:1. The extrusion can take place at

temperatures in the range of about 160 to about 270 degrees C, and is preferably carried out at temperatures in the

range of about 180 to about 240 degrees C. In wire coating, where the material is crosslinked after extrusion, the die

of the crosshead feeds directly into a heating zone, and this zone can be maintained at a temperature in the range of

about 1 30°C to about 260°C, and preferably in the range of about 170°C to about 220°C.

A description of typical injection molding apparatus can be found in the Injection Molding Handbook, edited by

Rosato et al, published by Van Nostrand, New York, 1986, pages 10 and 11, and Injection Molding, Rubin, published

by John Wiley & Sons, New York, 1972, pages 5 and 6. Typical conditions are described in United States Patent

4,390,677.

A description of a typical blow molding apparatus can be found in the Blow Molding Handbook, edited by Rosato
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et al published by Oxford University Press, New York, 1989. Typical conditions are described at pages 530 to 535.

Advantages of the blend of polyethylene(s) and hydrocarbon (s) are that the processability and one or more prop-

erties of the ultimate product (as measured on films or plaques) are improved when the blend is compared with the

same or similar polyethylene(s) having, for example, similar densities, melt indices, and/or melt flow ratios, without the

hydrocarbon(s), i.e., there is essentially no bleeding; there are essentially no hydrocarbon(s) on the surface of each

polyethylene particle or on the surface of the articles of manufacture produced by the extrusion of the polyethylene(s);

the ESCR and the impact resistance are improved; die swell, diameter swell, shrinkage, and modulus (when desirable)

are reduced; surfaces are smooth; and gels are reduced in in situ blends. Further, there is improvement in extensional

viscosity- tangent delta (enhanced chain entanglementsess orientation/higher dart drop); notched Izod; beta transition

temperature; spiral flow; and shear thinning. The accompanying multimodality is considered at least partially respon-

sible for improved processability, lower density, and lower modulus.

In addition, there is essentially no melt fracture in film and blow molded products, and, in injection molded products,

there can be an increase in the speed of fabrication of at least about 10 percent, and a capability of down-gauging

injection molded products by at least about 10 percent, with essentially no loss in Gardner impact strength.

Conventional additives can be added to the hydrocarbon modified polyethylene during the preblending step and/

or the extrusion step, and, in some cases, directly to the polymerization reactor. One method for addition involves first

blending the desired additive(s) with the hydrocarbon (s) and then blending the mixture with the polyethylene(s). Sta-

bilization packages are advantageously added in this way. The amount of additive is usually in the range of about 0.01

to about 60 percent by weight based on the weight of the resin. Useful additives are antioxidants, ultraviolet absorbers,

antistatic agents, pigments, dyes, fillers, slip agents, fire retardants, plasticizers, processing aids, lubricants, stabilizers,

smoke inhibitors, viscosity control agents, vulcanizing agents, crosslinking agents, crosslinking catalysts, and crosshnk-

ing boosters.
~
The patents mentioned in this specification are incorporated by reference herein.

The invention is illustrated by the following examples.

Example 1

A copolymer of ethylene and 1 -hexene having a flow index of 3 to 5 grams per 1 0 minutes and a density of 0.953

gram per cubic centimeter is blended with 5 percent by weight (based on the weight of the copolymer) of a saturated

alicyclic hydrocarbon, which is liquid at extrusion temperature, non-polar, essentially amorphous, and contains less

than about 1 5 percent by weight paraffin wax. The hydrocarbon has a viscosity of 350 SUS at 1 00 degrees F; a density

of 0.877 gram per cubic centimeter; and a molecular weight of 800 (it is presently sold as KaydoKB) 350 white oil). It

also complies with FDA regulations for food contact.

Note- The saturated alicyclic hydrocarbon will be referred to in the examples as SAHC.

The blend is found to be bimodal. Further, the blend is particulate and the surface of each particle is found to be

essentially free of the SAHC.

The blend is extruded into a film on an Alpine™ extrusion line having a die size of 100 millimeters; a die gap of 1

millimeter a screw size of 50 millimeters; and a frost line height (FLH) of about 7 to 10 times the die size, i.e., about

90 centimeters. The blow-up ratio is 4:1 . The melt temperature is about 400 degrees F. The extrusion rate is 8 pounds

per hour-inch of die circumference.

The properties of the blend and film are set forth in Table I:

Table I

property value

flow index (grams per 10 minutes) 5.6

melt index (grams per 10 minutes) I 0.21

melt flow ratio 27.7

density (gram per cubic centimeter) 0.953

film gauge (mil) 0.45

Elmendorf tear (grams per mil)

machine direction 25

transverse direction 35

dart drop (grams) 105

tensile strength (psi)

machine direction 8500

6
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Table I (continued)
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property value

transverse direction 7500

elongation ai oredK ^peit/ciu;

machine direction

transverse direction

secant modulus, 1 percent (psi)

machine direction

transverse direction
1 qi i%nn

blockina at 60 dearees C (qrams)

4.924 hours

(no blocking)

1 week 4.3

(no blocking)

1 month 4.5

(no blocking)

melt fracture none

55

It is further found that the blend has a higher extensional viscosity than the copolymer per se. The extensionai

viscosity is measured using the Extensional Rheology test as follows:

The Extensional Rheology test measures the strain hardening behavior, and evidence of strain hardening is de-

termined by measuring extensional viscosity. The test is carried out as follows:

Each sample is prepared first by compression molding loose polyethylene resin into a plaque 1.52 millimeters

thick. In order to relax any stresses or orientation in the polymer, the sample is further compressed for several hours

at 180° C to 1 .27 millimeters thickness under vacuum. An annular section is punched out 1 centimeter across, and the

difference between inner and outer diameters for each sample is 2.54 millimeters.

As noted above, evidence of strain hardening in each sample is determined by measuring extensional viscosity

which is calculated as the quotient between the extensional stress and the extension rate of the sample. Each sample

is placed between two hook clamps, which are attached to a commercial servo-controlled tensile machine modified

for handling molten samples. One clamp moves relative to the other at programmed speeds. The apparatus is capable

of developing up to 200 inches per minute controlled crossed-head speed with a displacement of 20 inches. Special

clamping is incorporated to allow a 0 to 500 grams load cell to be used for the tensile stress measurement.

Each sample is heated in a hot oil bath to 1 50° C before stretching. To establish a constant extensional deformation

rate, an exponentially increasing stretching speed is needed, and this is achieved electronically using a signal generator.

Each sample maintains a fairly uniform cross-section during stretching.

The results of the stretching experiment are collected as force on the sample as a function of crosshead displace-

ment. Using time as the independent variable can lead to large errors in the stress if the crosshead does not follow

exactly the chosen exponential path. A data sheet for the recording of essential information and a simple program are

used to reduce the data to extensional viscosity versus time. These data are then plotted in the classical fashion: Log

of extensional viscosity versus tog of time with rate as a parameter.

It can be seen that samples containing significant inter-chain interactions exhibit strain hardening, evidenced by

an upward inflection in viscosity-time function at high strain rates. The level of strain hardening of one sample is higher

than that of another sample. This correlates with the amount of SAHC used, i.e., the higher the SAHC level, the greater

the strain hardening; however, an upper limit must be observed as will be noted below. Samples do not show strain

hardening when no SAHC is used.

Strain hardening is believed to be caused by intermolecular entanglements which lengthen the relaxation time of

a polymer melt subjected to strain. Polymers that exhibit strain hardening are better suited to certain types of extrusion

apparatus , e.g., film blowing, than those that do not.

The blend also has a lower glass transition temperature as measured via Differential Scanning Calorimeter by

Dynamic Mechanical Analysis (DMA). The DMA measurement is described in Murayama, Dynamic Mechanical Anal-

ysis of Polymer Material, published by Elsvere, page 36.

7
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Example 2

An in situ blend of two copolymers of ethylene and t-hexene is prepared in two fluidized bed reactors with the

. ^"^tonrum'tShloride catalyst precursor is prepared in a 1 900 liter vesse! equipped with pressure and temperature

cont^aTa turbine agitato^ nitrogen atmosphere (less than 5WffiZZ^SSZL vessel The
1480 liters of anhydrous tetrahydrofuran (THF) contam.ng less than 40 ppm HaO are added to the vesseL nle

THF isheated to a temperature of 50 degrees C, and 1.7 kilograms of granular magnes.um metal (70.9 gram atoms)

Ire aSdedflowed by^Tk fograms of titanium tetrachloride (1 37 mols). The magnesium meta has a particle
,

s.ze

-o T^e range oTom 0 1 to 4 mi.lfmeters. The titanium tetrachloride is added over a period of about one-half hour

ThTm^r^inuousiy agitated. The exotherm resulting from the

temperature of the mixture to rise to approximately 72 degrees C over a per.od^^"^^Tl^S^Z
is held at about 70 degrees C by heating for approximately another four hours. At the end of th.s t.me 61.7 k,lograms

ol mSnlsium dichlonde (540 mo.s) are added and heating is continued at 70 degrees^SSSEHiS
.s mixture (solution) is then filtered through a 100 micron filter to remove und.ssolved magnes.um d.chlonde and unreacted

mTS^ size in the range of from 0.1 to 1 microns are added to the mixture

preparedSrole penoS oTaboS two Sours. The mixture is stirred by means of a turbine agitator during this me

STortefe^hoursthereafter to thoroughly disperse the silica in the solution. The^mperature of the mixture ,s held

20 ot 7n rianrees C throuahout this period and a nitrogen atmosphere is maintained at all times.
20 at 7C'degrees C ,h oughout this per

J. ^ ^^^ped^ g t

iJS^S^XZ to ghve cataryst pariic.es with a D50 of 12 microns. The scrubber section of the spray

25 rHbara=^
above atmospheric. Discrete spray dried catafyst precursor parti-

30

35

40

45

SO

55

S

Thes°pray dried catalyst contains 2.5 weigh, percent T, 6.3 weight percent Nig, and 29.2 weight percent THF. The

parties have a D10 of 8 microns, a D50 of 1 2 microns, and a D90 of 1 8.6 microns as determ.ned by means

and Northrup Microtrac™ particle size analyzer using a dodecane solvent.
. n^ m

ESS

reactor. A low injection poim diiow*
copolymer. It is then increased

intothe recyclesy^^
As the amount of siSc is increased, the amount of copolymer produced in the second reactor * decreased. 1 -hexene

t*2SE each factor in amounts sufficient to control the density of the copolymer and hydrogen is added to each

eactoMn amoun ScSrS to control the molecular weight (see above). Thus, the copolymer produced m the first

reactortesT^Tflange of 0.920 to 0.929 gram per cubic centimeter and the final copolymer produced ,n

the range of 0.942 to 0.949 gram per cubic centimeter. A granular resin
.jp

oduced

ZEZL£££o an average particle size of 0.01 to 0.02 inch, and the resin appears to haveMess to* th^ the

same resin produced without the SAHC. It is observed that the granular resm is free flowing, and the surface of each

8
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particle is essentially free of SAHC, even at high SAHC concentrations; the level of static is reduced significantly; and

the operability of each reactor is much improved.

The granular resin is discharged from the second reactor, stabilized with antioxidants, and compounded. Com-

pounding of the copolymer and SAHC with anti-oxidant, calcium stearate, and zinc stearate can be accomplished with

5 a Prodex™ single screw extruder. The extruder uses a double compounding 2.5 inch screw with a length to diameter

ratio of 30:1 . Stranding and pelleting is achieved through a 16 strand die head, water bath, air knife, and strand cutter.

The molten polymer composition is passed through a screen pack with a series of screens ranging from 20/60/20 mesh

to 20/200/20 mesh before going through the die head for stranding. The melt temperature is 480 to 510 degrees F;

the head pressure is 3500 to 4000 psi; the drive amps is 47 to 54; and the output rate is 60 to 70 pounds per hour.

io It is found that the resin is trimodal by size exclusion chromatography; polydispersity is greater than 100; the

average molecular weight is about 29,000; and the density is 0.948 gram per cubic centimeter.

"The compounded resin is extruded into films on an Alpine™ extrusion line as described in example 1. The films

are 1, 0.4, and 0.5 mil in thickness.

A resin is prepared in the same manner as the above resin except that the SAHC is not added. The resin is

is compounded and extruded as above into the same size films, i.e., 1 , 0.4, and 0.5 mil films, without the SAHC displayed

an FAR (film appearance rating) of minus 40 to minus 50 while a film with 1 .7 percent by weight SAHC displayed an

FAR of plus 30 to plus 40. FAR is a measure of gel content in film. The gels have a negative effect on the visual

appearance of the film. The higher the number of gels, the lower the FAR. In addition, the bubble stability, as measured

by the speed of the line in feet of film per minute, is much higher in the resin with the SAHC than the one without, e.

20 g. , 1 80 feet per minute for the resin without the SAHC vs 250 feet per minute for a resin with 1 .7 percent by weight SAHC.

The SAHC containing film also displays higher dart drop than films without the SAHC. Dart drops of SAHC con-

taining resin as measured on 0.5 films are 295 to 320 grams and dart drops of resins which do not contain SAHC are

much lower, i.e.. 200 to 240 grams. In addition, the SAHC containing film displays a glossier surface and better clarity

than films, which do not contain the SAHC.
25 Compounded resin samples containing 2 and 5 percent by weight SAHC are tested for printability. The samples

are extruded into films using a commercial extrusion line having a grooved 55 millimeter screw with a 2 1/2 inch diameter.

An 80 mesh screen is used and the output of film is about 100 pounds per hour. Before printing, the films are treated

with a corona discharge under normal dosage. A water based Poly-185™ printing ink produced by Graphic Sciences

is used. On line printing of both film samples is successful as evidenced by the good adhesion of the ink to the film.

30 Such good adhesion is consistent with the conclusion that there is essentially no SAHC on the surface of the film.

A compounded resin sample without SAHC is tested in the same manner with the same good adhesion of ink to

film. Thus, insofar as printability is concerned, films with and without SAHC are equivalent.

Example 3

35

The SAHC of example 1 is blended with a copolymer of ethylene and 1-hexene having a flow index of 33 grams

per 1 0 minutes and a density of 0.953 gram per cubic centimeter. The blend is compression molded into 24 mil plaques.

The plaques are conditioned at 25 degrees C, 0 degrees C, and minus 38 degrees for 48 hours, and tested for Gardner

Impact Strength. A 2 pound weight is used as the falling weight. When compared with the same plaques without the

40 SAHC, the plaques containing the SAHC have a higher Gardner Impact Strength.

Example 4

Two copolymers of ethylene and 1-hexene produced with the same catalyst are compared, the first blended with

45 5 percent by weight of the example 1 SAHC and the second without SAHC. Both the blend and the second copolymer

have the same density, i.e., 0.941 gram per cubic centimeter. It is observed that the SAHC raises the density and flow

index of the copolymer. The blend has a flow index of 7 grams per 10 minutes (original copolymer has a flow index of

5 grams per 1 0 minutes) and the second copolymer has a flow index of 1 0 grams per 1 0 minutes. The molecular weight

of the blend is slightly higher than that of the second copolymer. It is known that, generally speaking, the higher the

so molecular weight, the more prone the resin is to exhibit melt fracture. Both the blend and the second copolymer are

blow molded on a 16 ounce Impco™ blow molding machine having a 2 inch screw with a length to diameter ratio of

24:1. 55 gram round bottom bottles are produced. A comparison of the bottle properties is set forth in Table II.

Table II

bottle properties copolymer + SAHC copolymer w/o SAHC

density (g/cc) 0.941 0.941

9
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10

15

Table II (continued)

bottle properties copolymer + SAHC copolymer w/o SAHC

flow index (g/10min)

drop height (feet)

diameter swell (inches)

ESCR (1/3 full)

melt fracture

7

14 plus

3.8

did not fail > 60 days

none

10

10

4.1

did not fail > 60 days

noticeable

Example 5

Two copolymers of ethylene and 1-hexene produced with the same catalyst are compared, the first blended with

3 percent by weight of the example 1 SAHC and the second without SAHC. Both the blend and the second copolymer

are compression molded into plaques as in example 3 and blow molded on a 16 ounce Impco™ blow molding machine

having a 2 inch screw with a length to diameter ratio of 24:1 . 55 gram round bottom bottles are produced. Variable

conditions and a comparison of properties are setlorth in Table III.

20

25

30

35

40

45

$0

55
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Jable ]

copolymerw/o copolymer v
SAHC SAHC

flexural modulus (psi) 144,450 144,400

melt index (g/10 min) 0.07 0.03

flow index (g/10 min) 9.1 4.2

melt flow ratio 126 210

density vg/cw 0.9496 0.9536

•

tensile strength (psi) 4053 4392

*

tensile yield (psi) 3560 3765

eiongauon civ uicoa v 678 658

Gardner impact strength
ffoot-nound/inch)

3,95 15.7

vat u

exten sional viscosity relatively less rtJiiiLiv tsijr

greater

swell relatively

greater

relatively

less

ESCR, slit, 50° C,
10% Igepal, F50 (hours)

greater than
500

400

barrel temperature (°F) 385 385

die temperature (°F) 402 402

PFT (seconds) 1.7 1.7

11
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TfifrV»
1TT(<*mtiL)

die gap set at:

revolutions per minute

injection (psi)

melt temperature (°F)

bottle weight (grams)

bottle appearance

15.0

97

2050

417

41

26.1

95

2100

410

41

excessive melt essentially no
fracture melt fracture

(1 to 5) (9)

Example 6

Three copolymers of ethylene and 1-butene produced with the same catalyst are compared, the first blended with

5 percent by weight of the example 1 SAHC; the second without SAHC; and the third without SAHC. Both the blend

and the second and third copolymers are injection molded into dishpans on a 20 ounce reciprocating injection molding

machine having a 300 ton clamp pressure and a screw with a length to diameter ratio of 20:1

.

The first and second copolymers have an initial density of 0.926 gram per cubic centimeter. With respect to the

first copolymer, the properties are prior to blending with the SAHC. The third copolymer has a density of 0.926 gram

per cubic centimeter. Other properties of the three copolymers are set forth in Table IV A. Using a special graduated

mold it is alsofound that the first copolymer with SAHC has improved spiral flow over the second polymer without SAHC.

Using the first copolymer with SAHC and the third copolymer without SAHC, small and large lids are injection

molded as above. Evaluation of the lids is set forth in Table IV B. It is further observed that the lids prepared with the

first polymer with SAHC can be downgauged by about 1 0 percent without loss in impact resistance.

Table IV A

property first copolymer with

SAHC
1 second copolymer w/o

SAHC
third copolymer w/o

SAHC

initial melt index (g/10

min)

final melt index (g/10 min)

minimum psi needed to fill

injection mold

Gardner impact

resistance at minus 40° C
(inches per pound)

shrinkage (%)

ESCR, no slit, 25° C, 10%
Igepal, (hours)

33

37

950

600

0

109.1

33

33

1100

540

2.5

94.9

50

50

800

45

2.5

11.6

12
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TahtelVB

tall lids

ESCR, no slit,

25°C,
10% Igepal

number of days:

1

2

3

4

7

• 8

F50 (hours)

Crisco™ oil

(minutes
at 25° C)

large

ESCR, no slit,

25° C,
10% Igepal

number of days:

1

2

3

4

7 .

first copolymer
with SAHC

number failed

5

10

16

18

19

19

58.3

120

number failed

5

8

11

13

13

third copolymer
w/oSAHC

number failed

18

18

18

19

20

23.0

less than 30

number failed

20

13
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5

TO

8

14

18

14

15

16

Crisco™ oil (time

at 25° C) .

5 days 2.5-hours

15

The Crisco™ lid test is an indicator of the resins ability to withstand degradation when used with certain products.

Since many lids are used in the presence of oils or fats, the test gives a very good Indication of a lid's ability to resist

cracking. In the test, the lid is bent back over itself and held together with a clip. The lid is then immersed in the Cnsco™

oil and allowed to stand. The amount of time is recorded from the time of immersion until the first crack appears along

20 the fold. This can vary from minutes to days depending on the resin.

Film production for the comparison of single site metallocene catalyzed resin with and without the SAHC of example

25 1 is carried out on a film extrusion line, which includes a 1 1/2 inch screw having a length to diameter ratio of 24:1

.

Molten resin is extruded through a 3 inch SANO™ die with a die gap of 80 mil. The film is blown to a 2:1 blow up ratio

to obtain a 1 mil film. The line has a 12 foot nip roll height and is run at a rate of 27 to 30 pounds per hour. The line

uses an 8 to 9 inch frost line height at a windup speed of 117 to 120 feet per minute, variable conditions and results

are set forth in Table V. It is also observed that with the SAHC containing resin, the hot tack strength is higher and the

30 heat sealing temperature is lower.

40

45

so

Example 7

14
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TableV

conditionorproperty resin w/o
SAHC

resin wi
SAHC

melt temperature (° F) 498 495

drive amps 13.1 12

head pressure (psi) 3390 3375

nroduction rate (pounds per hour) 27.6 28.2

density (g/cc) 0.9821 0.9255

tensile yield: machine direction

(MD)
transverse direction

(TD)

3337

. 3880

3282

3334

elongation at break (%): MD
TD

487
750

523
707

ScCoIlt illUUUiUD) A pciuciiv.

TD
73625
91166

48055
63603

Elmendorf tear: MD
TD

25.7
554

33.9
468

haze (percent) 7 1.9

gloss (90 degrees) 66.5 78.5

dart drop ( grams) 68 73

Notes to Tables:

1. Elmendorf tear is determined under ASTM D- 1922. It is

reported in grams per mil.

2. Dart drop is determined under ASTM D- 1709. It is

reported in grams.

15
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3. Tensile strength is determined under ASTM D- 882. It is

reported in psi (pounds per square inch).

4. Elongation at break is determined under ASTM D- 882. It is

reported in percent.

5. Secant modulus, i percent is determined under ASTM D-

882. It is reported in psi.

6. Blocking is determined under ASTM D- 335-4. It is reported

*

in grams.

7. FAR (film appearance rating) is determined by visual

comparison with a standard sample in terms of the number of gels

per unit area.

8. Bubble stability is determined by the speed ofthe hne. The

faster the speed (prior to failure) the better the bubble stability
.

It is

reported in feet per minute.

9. Gardner impact strength is determined under ASTM D-

3029. It is reported in foot-pounds per inch.

10. Diameter swell is based on a comparison with a standard

calibrated bottle. It is reported in inches.

11. ESCR (environmental stress cracking resistance) is

determined under ASTM D-1693. It is reported in time to failure in

hours.

12. Melt fracture is determined by visually examining the

sample. Each sample is given a value from 1 to 9 with the value 1

being the worst case of melt fracture and the value 9 representing

essentially no melt fracture as follows:

1 = severely gross

2 = gross

3 = gross shark skin

4 = severe shark skin

5 = shark skin

6 = rough surface

16
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7 = slightly, rough surface

8 = minor imperfection, but acceptable

9 = essentially no melt fracture

13. Flexural modulus is determined under ASTM D- 790. It is

reported in psi.

14. PFT is the time for the parison to form, iris reported in

seconds.

15. Tensile yield is determined under ASTM D- 882. It is

reported in psi.

16. Shrinkage is determined under ASTM D- 2732. It is

reported in percent.

17. Haze is determined under ASTM D- 1003. It is reported in

percent.

18. Gloss is determined under ASTM D- 2457.

Claims

30 1. A process for extrusion comprising:

(i) blending one or more polyethylene(s), each polyethylene being made by a low pressure process and having

a density equal to or greater than 0.918 gram per cubic centimeter, with one or more saturated alicyclic hy-

drocarbon(s), said hydrocarbon (s) being liquid at process temperature, non-polar, essentially amorphous, and

3S containing less than 15 percent by weight paraffin wax, in an amount of from 0.5 to 15 parts by weight of

hydrocarbon(s) per 100 parts by weight of polyethylene(s); and

(it) extruding the blend.

2. A particulate polyethylene blend comprising (i) one or more polyethylene(s), each polyethylene being made by a

40 low pressure process and having a density equal to or greater than 0.918 gram per cubic centimeter, and (ii) one

or more saturated alicyclic hydrocarbon^), said hydrocarbon (s) being liquid at blending temperatures, non-polar,

essentially amorphous, and containing less than 15 percent by weight paraffin wax, in an amount of from 0.5 to

15 parts by weight of hydrocarbon (s) per 100 parts by weight of polyethylene(s) wherein each polyethylene blend

particle has a crystalline phase and an amorphous phase and the surface of each polyethylene blend particle is

45 essentially free of said hydrocarbon(s).

3. A blend as claimed in claim 2 wherein the density of each polyethylene is equal to or greater than 0.940 gram per

cubic centimeter.

so 4. a blend as claimed in claim 2 or claim 3 wherein the viscosity of the hydrocarbon(s) is in the range of from 200 to

1000 SUS at 100 degrees F and the molecular weight of the hydrocarbon(s) is in the range of from 200 to 5000.

5. A blend as claimed in any one of claims 2 to 4 wherein each polyethylene blend particle is multimodal.

55 6. A particulate polyethylene blend comprising (i) one or more polyethylene(s), each polyethylene being made by a

low pressure process, in the gas phase, in one or more fluidized bed reactors, and having a density equal to or

greater than 0.918 gram per cubic centimeter, and (ii) one or more saturated alicyclic hydrocarbon(s), said hydro-

carbon^) being liquid at blending temperatures, non-polar, essentially amorphous, and containing less than 15

10

1S

20

25
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percent by weight paraffin wax, in an amount of from 0.5 to 15 parts by weight of hydro-carbon(s) per 100 parts

by weight of polyethylene(s) wherein each polyethylene blend particle has a crystalline phase and an amorphous

phase and the surface of each polyethylene blend particle is essentially free of said hydrocarbon(s) with the fol-

lowing provisos:

(a) the viscosity of the hydrocarbon(s) is in the range of from 200 to 1000 SUS at 100 degrees F and the

molecular weight of the hydrocarbon(s) is in the range of from 200 to 5000;

(b) each polyethylene blend particle is bimodal or trimodal; and, optionally,

(c) the hydrocarbon(s) are introduced into the polyethylene in the reactor.

7. A particulate homopolymer or copolymer, or blend of particulate homopolymers and or copolymers, of ethylene

and, in the case of copolymers one or more comonomers having 3 to 12 carbon atoms, each polymer having the

following characteristics:

(i) a density of at least 0.918 gram per cubic centimeter;

(ii) a flow index of from 0.5 to a melt index of 10, both in grams per 1 0 minutes;

(Hi) a molecular weight in the range of from 30,000 to 1 ,000,000;

(iv) bimodal or trimodal;

(v) each polymer particle having a crystalline phase and an amorphous phase;

(vi) the surface of each polymer particle being essentially free of additives; and

(vii) on conversion to a film or blow molded product, exhibiting essentially no melt fracture.

8 A film or blow molded product exhibiting essentially no melt fracture consisting essentially of a particulate homopol-

ymer or copolymer, or blend of particulate homopolymers and/or copolymers, of ethylene and. in the case of co-

polymers, one or more comonomers having 3 to 12 carbon atoms, each polymer having the following character-

istics:

(i) a density of at least from 0.918 gram per cubic centimeter;

(ii) a flow index of from 0.5 to a melt index of 10, both in grams per 10 minutes;

(iii) bimodal or trimodal;

(iv) each original polymer particle having a crystalline phase and an amorphous phase; and

(v) the surface of each original polymer particle being essentially free of additives.

9. A particulate homopolymer or copolymer, or blend of particulate homopolymers and/or copolymers, of ethylene

and, in the case of copolymers, one or more comonomers having 3 to 12 carbon atoms, each polymer hav.ng the

following characteristics:

(i) a density of at least 0.918 gram per cubic centimeter;

n\\ a molt inriov rrf from 1 to 160 arams per 10 minutes;

(iii) a molecular weight in the range of from 20,000 to 100,000.

(iv) bimodal or trimodal;

(v) each polymer particle having a crystalline phase and an amorphous phase;

(vi) the surface of each polymer particle being essentially free of additives; and

(vii) on conversion to an injection molded product being capable of

(a) having the speed of fabrication increased by at least 10 percent and

(b) being down-gauged by at least 10 percent, both with essentially no loss in Gardner impact strength.

10. An injection molded product having been prepared by (i) increasing the speed of fabrication by at least 10 percent

and (ii) down-gauging by at least 1 0 percent with essentially no loss in Gardner impact strength over a like injection

molded product prepared without such increase in speed or down-gauging consisting essentially of a homopolymer

or copolymer, or blend of homopolymers and/or co-polymers, of ethylene and, in the case of copolymers, one or

more comonomers having 3 to 12 carbon atoms, each polymer having the following characteristics:

(i) a density of at least 0.918 gram per cubic centimeter;

(ii) a melt index in the range of from 1 to 160 grams per 10 minutes;

(iii) bimodal or trimodal;

(iv) each original polymer particle having a crystalline phase and an amorphous phase; and

18
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(v) the surface of each original polymer particle being essentially free of additives.
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